Changsha Hunan Steel Co.,LTD.
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MILL TEST CERTIFICATE
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Contract NO.: HNSC16119-ClI Name of Goods: Seamless carbon steel pipe Quality certificate NO.:
W sk Lpr P bR %y
Purchaser: Product standard : APl 5L PSL1 MATERIAL:_ x42
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1 0.22 0.47 | 0.014 | 0.015 0.003 0.001 0.002 ! 500 330 44 /
RUE SRS ETB 2 TARRGGN A Non destructive ) ) A5 5 B
/K JE(Mpa)Hydro LI AR~} Surface Quality &Dimension 5 i % Bending Test 44 )& J2 44 Non-Mepallic Inclusion
Eddy test Macro Test
/ &% (Satisfactory) 4% (Satisfactory) k% (Satisfactory) &1% (Satisfactory) / /
#%7E Remark

WAL ARII P dh , SRR AR E HERR R, FFAF S ARERMZIR,
WE HEREBY CERTIFY THAT THE MATERIAL HEREIN DESCRIBED HAS BEEN MANUFACTURED,TESTED IN ACCORDANCE WITH ABOVE STANDARD AND SPECIFICATION SATIFIED THE REQUIRMENT.
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